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UTHEASAGPRRFTAREASE (The following sample(s) was/were submitted and identified by/on
behal f of the applicant as):

=15 % % (Sample Submitted By)

t% 7 % %% (Sample Description) + TALC POWDER (— s:k2iff & 45)

b 3152 (Style/Item No. ) : KS900/SA509/54950/NA1250/NA2000/NA2500/UF0/USS/USS-T1

ﬂi*i-ﬁ ®1(Sample Receiving Date) . 2019/06/14
A XM A (Testing Period) : 2019706714 to 2019/06/25

AR E K (Test Requested) : EHEZPIGL B A PRI G54 E. (As specified by client, to test

Ashestos in the submitted sample. )

& # k(Test Method) : A&-FEPA 600/R-93/116 (1993). / With reference to EPA 600/R-93/116 (1993).

2 4 E(Test Results) i R T—TF (Please refer to next pages),

SGS TAIWAN LTD.

Ierdy Dl
1]
Wen gSupemsa

Sigried for 8 bahnit of\)_
%

Chemizal Laberatory - Taipel

This decumant 15 ssusd by the Company subject to its Ganera Canditions of Service pnrtad ovedeal avaable on request or sccesshle & nMp Myvww sgs com/eniTerm s-andLonditions 3sps

and. for @ectronic farma documants subject to Tamms and Condtions for Electrone Documants 2 hitps Mwiww comianftenms-and-condifonstamms-s-document Attention is

drawn to tha imitaien of iabity, indemnitcation and jursdichan issues defined tharein Any hoider of {75 documaent |5 advised tha infarmaion contanad hareon rafiacts the Company's

nnmnq’ at the time of its Irtervantion only and ~ &Nin tne limits of chent's instruction, it any The Company 5 sole rasponsbility is to its Client and this document does nal axorerge parties
o & iransaction from exercisng @l ther nghts and obliget(ons under the transacticn documents This document cannot be reproduced excapt In f ful without prior written approva of the

,arrurw Ary unauthanzad ateration, forgery or tasitication of the content or aopearance of thiz document is unlaw il and oMendars may be prosecuted 1o the fullest extent of the Iaw
Uriess olnenwisa stated the results shown inthis test report refar aniy to the samoleis) tested
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R B4 £ (Test Results)

388010 (PART NAME)No. 1 i @aasmEk (WHITE POWDER)
e Rz MR (R:it)
(Test Items) (Unit) (Method) Yol
&M / Asbestos
L4 (&an4) / Chrysotile % Negative
(CAS No, : 12001-29-3)
WML H(BLEH) / Amosite o #-2#EPA 600/R-93/116 (1993) / L ¥Aam Negative
(CAS No.: 12172-73-3) 8 (SM), wcss X @musima (DS-PLN)
44 / Crocidolite % &'\_{;ﬁ%ﬂm s ik (XRD) / With Negative
JIAY [ reference tn FPY ANN/R-93/116R (1997
B B it lonom Analysis was pepformed by LLepes b
:raif?\l-'ﬁ-?;tagﬁfgg??h‘Hlte - Microscope (SM), Dispersion Staining Segative
— ol — 2 Polarized Light Microscope (DS-PLM) . :
& M54 / Tremolite % and X-ray Diffraction Spectrometer Negative
(CAS No, : 77536-68-6) (XRD).
e niy / Actinolite % Negative
(CAS No.: 77536-66-4)

#i£(Note) :
| st 0 <0.1%100% shiBEmi AL I R B4 F58mHE "Positive; * KR ELHW
4 & TNegative; -/ Testing range of asbestos gualitative analysis is from less than 0. 1% to 100% The
judgment criterion: asbestos fibers being found is shown as "Positive": asbestos fibers not being
found 1s shown as "Negative",

This document 3 1ssued by the -'_‘r:mnary supjact 1015 Ganara Conditions of Senvice printed oveneal avaiable on ragquest or 3!:(-‘5 ipie & http A ww s £} _.Dr'l an/Tarms a’: Conditions 25 px
and. for electromc forma documents. subject to Terms and Ceonditions rur Electrons Documents 2 nitps Swww -g0S
Jrawn ta the kmdation of sty .r.d,ern nficabion ang junsdiction ssuas defined thersin Any ncldar ot {ms docum sdvisad that inform aion c'mta @d ereor refiects the Company s
findings at the time of &3 intervantion or'y and wihin tne limits of diert’s instructior |t any The Company 5 sale n ibilly I8 to ts Cllant and thvs document does not exonerate parties
to a3 iransaction from exsercising dl their nghts and obigalions under the transaction documents This cocument cannot be reproduced, except in full without pnorwritten spprova of the
Company Any unsdnonzed ateration, forgery or falsification of the content or appearance of this document s uniaw ful and offendars may be prosecuted to the fulest extent of the (aw
Jniess otherwise statad the rasults shown inthis test report refer aniy to the sampla(s) tested
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EREZ ¥ A&HR | Analysis flow chart for determination of Asbestos
B G AS : Zat [ Technician Victor Kao
B oEuEE & A @¥ 3 / Supervisor Wendy Wel
[ -4 # ;&(Reference method). EPA 600/R-93/116]

[ ¥k / Sampling |
i
{ # ARG /Transportation and Storage |

v

‘ e e 4% | Preparation of primary analytical sample |
¥

[ ZEaesdin / Examination by stereomicroscepe (SM) |
¥

TR L A R AM M HIB L [ Asbestos identification by dispersion staning
polarized light microscope (DS-PLM)

)

Gt A S At AEADS . B dsE T / Continue when problems
are encountered with DS-PLM and/or for quality assurance purposes

¥

#H 4 L% /Interference matnx removal

[
v v
FAREL A G AN T RET / XEpMEFEOET /
Asbestos identification by d'spersion Asbestos identification by X-ray
staining polanzed light microscope diffraction spectrometer
1 T
v v
44 L s | Asbestos fiber is # 44 R / Asbestos fiberis
presant absent
v v
4% 5 & [ Containing Ashestos / A4% & [ Not contaning
%1% /Postive Ashestos / Fi3 /Negative

This dccument 1S issued by the Company sunject (o i1s Genera Condations of Service pnnted overleal, avaiabie on request or accessole d hilp
and_ for electronic forma documents subject to Terms and Condtions for Electronic Documents & hitps fwww sgs comiantterms-an 8 1
drawn to the limitaion of |isbity. indemnification and junsdiction 13suss defined therain Any holder of fRis documant 15 advizad thal \nform & ontaned nerean refiects the Company
tindings 3t the time ot &3 intervention ordy and within the Iimds of cient 3 instruction it any Tne Company s sole rasponzibiity 12 1o 4z Client and this document does nol axonardts paties
to 3 transaction from exsrcisng 3l ther nghts and oolgations wnder the transaction documents Thes document cannot be reproduced, except in full withaut prorwnitten approva of the
Company Any unadtnonzed aferation forgary or '@sification of the content or appearance of this document |5 uriaw ful and offendars may be prosecuted to the fullest extent of the faw
Jrless otherwise stated the resuits shown intrs test report refar only to the samplais) tested
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*HAPRANART ARFHEABRMNZBL/Ma. *
(The tested sample / part is marked by an arrow if it's shown on the photo.)

Y/2019/60238

e nu'x_ ] (*E‘ﬁ'
TALC POWDER

KING SIGMA CORE.

¥ &2 (End of Report) **
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Jrawn to tne imi aon of liabilty, indemnification and junisdiction |ssues defined thermin Any nalder of tfis docum et 15 advisad [hal inform&\on cordaned hereon rafects the Company s
fhinangs at tne time of #5 irtarvantion arly and within tha limds of cient's instruction, it any The Compary's sole resgonsibility s to its Cient and ths decumant does not exonerds caties
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